Unit:ppm

Impurity Level

Al Fe | ca | Mg | cu [ mn | c | Ni [ Na | | K B P
sD-990| 16.0 | 0.6 | 0.9 | 0.05 | <0.05 | <0.05 | <0.05 | <0.05 Na+Li+K<5 0.10
SD-990 Size Distribution
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Range (um) <50 50-250 250-350 >350

Content (%) <1 >94 <5



Unit:ppm




